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 MT-100 SECTION (CONCRETE) 
 
Test Date of   
Method Publication 
No.                      Title  Pages or Revision
 

MT-101 Making and Curing Compressive and Flexural Strength Test Specimens  

 in the Field.....................................................................................................  pp 1-8    June 2004 

MT-102 Air Content of Freshly Mixed Concrete by the Pressure Method ..................  pp 1-8    June 2004 

MT-103 Vacant 

MT-104 Slump of Portland Cement Concrete.............................................................  pp 1-3    June 2004 

MT-105 Sampling Fresh Concrete..............................................................................  pp 1-3    June 2004 

MT-106 Measuring Length of Drilled Concrete Cores ................................................  pp 1-3    Sept 2005 

MT-107 Air Content of Freshly Mixed Concrete by the Volumetric Method................  pp 1-4 June 2004 

MT-108 Sampling and Certification of Portland Cement ............................................  pp 1-2    Sept 2004 

MT-109 Method for Sampling Water...........................................................................  pp 1    June 2004 

MT-110 Reinforced Concrete Pipe and Associated Items..........................................  pp 1-3    June 2004 

MT-111 Sampling, Inspection and Reporting on Prestressed Concrete Beams 

 and Piles........................................................................................................  pp 1-3    June 2004 

MT-112 Obtaining and Testing Drilled Concrete Cores………………………………… pp 1-5    Sept 2005 

MT-113 Measuring the Texture Depth of Portland Cement Concrete Pavement .......  pp 1-2    June 2004 

MT-114 Sampling for Chloride Content of Bridge Deck Concrete..............................  pp 1-3    June 2004 

MT-115 Weight Per Cubic Foot, Yield, and Air Content (Gravimetric) of Concrete ...  pp 1-5    June 2004 
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